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§ 177.1340 Ethylene-methyl acrylate co-
polymer resins. 

Ethylene-methyl acrylate copolymer 
resins may be safely used as articles or 
components of articles intended for use 
in contact with food, in accordance 
with the following prescribed condi-
tions: 

(a) For the purpose of this section, 
the ethylene-methyl acrylate copoly-
mer resins consist of basic copolymers 
produced by the copolymerization of 
ethylene and methyl acrylate such 
that the copolymers contain no more 
than 25 weight percent of polymer 
units derived from methyl acrylate. 

(b) The finished food-contact article, 
when extracted with the solvent or sol-
vents characterizing the type of food 
and under the conditions of time and 
temperature characterizing the condi-
tions of its intended use as determined 
from tables 1 and 2 of § 176.170(c) of this 
chapter, yields net chloroform-soluble 
extractives (corrected for zinc extrac-
tives as zinc oleate) in each extracting 
solvent not to exceed 0.5 milligram per 
square inch of food-contact surface 
when tested by the methods described 
in § 176.170(d) of this chapter. If the fin-
ished food-contact article is itself the 
subject of a regulation in parts 174, 175, 
176, 177, 178 and § 179.45 of this chapter, 
it shall also comply with any specifica-
tions and limitations prescribed for it 
by that regulation. 

NOTE: In testing the finished food-contact 
article, use a separate test sample for each 
required extracting solvent. 

(c) The provisions of this section are 
not applicable to ethylene-methyl ac-
rylate copolymer resins used in food- 
packaging adhesives complying with 
§ 175.105 of this chapter. 

§ 177.1345 Ethylene/1,3–phenylene oxy-
ethylene isophthalate/ 
terephthalate copolymer. 

Ethylene/1, 3-phenylene oxyethylene 
isophthalate/terephthalate copolymer 
(CAS Reg. No. 87365–98–8) identified in 
paragraph (a) of this section may be 
safely used, subject to the provisions of 
this section, as the non-food-contact 
layer of laminate structures subject to 
the provisions of § 177.1395, and in 
blends with polyethylene terephthalate 
polymers complying with § 177.1630. 

(a) Identity. For the purpose of this 
section, ethylene/1,3-phenylene oxy-
ethylene isophthalate/terephthalate 
copolymer consists of the basic copoly-
mer produced by the catalytic 
polycondensation of isophthalic acid 
and terephthalic acid with ethylene 
glycol and 1,3-bis(2- 
hydroxyethoxy)benzene such that the 
finished resin contains between 42 and 
48 mole-percent of isophthalic 
moieties, between 2 and 8 mole-percent 
of terephthalic moieties, and not more 
than 10 mole-percent of 1,3-bis(2- 
hydroxyethoxy)benzene moieties. 

(b) Specifications—(1) Density. Ethyl-
ene/1,3-phenylene oxyethylene 
isophthalate/terephthalate copolymer 
identified in paragraph (a) of this sec-
tion has a density of 1.33±0.02 grams per 
cubic centimeter measured by ASTM 
Method D 1505–85 (Reapproved 1990), 
‘‘Standard Test Method for Density of 
Plastics by the Density-Gradient Tech-
nique,’’ which is incorporated by ref-
erence in accordance with 5 U.S.C. 
552(a) and 1 CFR part 51. Copies may be 
obtained from the American Society 
for Testing and Materials, 1916 Race 
St., Philadelphia, PA 19103, or may be 
examined at the Center for Food Safety 
and Applied Nutrition’s Library, Food 
and Drug Administration, 5100 Paint 
Branch Pkwy., College Park, MD 20740, 
and the Office of the Federal Register, 
800 North Capitol St. NW., suite 700, 
Washington, DC. 

(2) Softening point. Ethylene/1,3–phen-
ylene oxyethylene isophthalate/ 
terephthalate copolymer identified in 
paragraph (a) of this section has a soft-
ening point of 63±5 °C as measured by 
ASTM Method D 1525–87, ‘‘Standard 
Test Method for VICAT Softening Tem-
perature of Plastics,’’ which is incor-
porated by reference in accordance 
with 5 U.S.C. 552(a) and 1 CFR part 51. 
The availability of this material is pro-
vided in paragraph (b)(1) of this sec-
tion. 

(c) Optional adjuvant substances. 
Ethylene/1,3–phenylene oxyethylene 
isophthalate/terephthalate copolymer, 
identified in paragraph (a) of this sec-
tion, may contain optional adjuvant 
substances required in their produc-
tion. The optional adjuvants may in-
clude substances used in accordance 
with § 174.5 of this chapter. 
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(d) Limitations. Copolymer blends de-
scribed above shall not exceed 30 per-
cent by weight of ethylene/1, 3-phen-
ylene oxyethylene isophthalate/ 
terephthalate copolymer. The finished 
blend may be used in contact with food 
only under conditions of use C through 
G, as described in table 2 of § 176.170(c) 
of this chapter, except that with food 
identified as Type III, IV–A, V, VII–A, 
and IX in § 176.170(c), table 1, the co-
polymer may be used under condition 
of use C at temperatures not to exceed 
160 °F (71 °C). 

[57 FR 43399, Sept. 21, 1992, as amended at 59 
FR 62318, Dec. 5, 1994; 61 FR 14481, Apr. 2, 
1996; 62 FR 34628, June 27, 1997] 

§ 177.1350 Ethylene-vinyl acetate co-
polymers. 

Ethylene-vinyl acetate copolymers 
may be safely used as articles or com-
ponents of articles intended for use in 
producing, manufacturing, packing, 
processing, preparing, treating, pack-
aging, transporting, or holding food in 
accordance with the following pre-
scribed conditions: 

(a)(1) Ethylene-vinyl acetate copoly-
mers consist of basic resins produced 
by the catalytic copolymerization of 
ethylene and vinyl acetate to which 
may have been added certain optional 
substances to impart desired techno-
logical or physical properties to the 
resin. Subject to any limitations pre-
scribed in this section, the optional 
substances may include: 

(i) Substances generally recognized 
as safe in food and food packaging. 

(ii) Substances the use of which is 
permitted under applicable regulations 
in parts 170 through 189 of this chapter, 
prior sanction, or approvals. 

(iii) Substances identified in 
§ 175.300(b)(3) (xxv), (xxvii), (xxx), and 
(xxxiii) of this chapter, and colorants 
used in accordance with § 178.3297 of 
this chapter. 

(iv) Erucamide as identified in 
§ 178.3860 of this chapter. 

(v) Xanthan gum as identified in 
§ 172.695 for use as a thickening agent 
at a level not to exceed 1 percent by 
weight of coating solids in aqueous dis-
persions of ethylene-vinyl acetate co-
polymers, where such copolymers are 
used only as coatings or a component 
of coatings. 

(vi) The copolymer of vinylidene flu-
oride and hexafluoropropene (CAS Reg. 
No. 9011–17–0), containing 65 to 71 per-
cent fluorine and having a Mooney Vis-
cosity of at least 28, for use as a proc-
essing aid at a level not to exceed 0.2 
percent by weight of ethylene-vinyl ac-
etate copolymers. 

(2) Maleic anhydride-grafted ethyl-
ene-vinyl acetate copolymers (CAS 
Reg. No. 28064–24–6) consist of basic res-
ins produced by the catalytic copolym-
erization of ethylene and vinyl acetate, 
followed by reaction with maleic anhy-
dride. Such polymers shall contain not 
more than 11 percent of polymer units 
derived from vinyl acetate by weight of 
total polymer prior to reaction with 
maleic anhydride, and not more than 2 
percent of grafted maleic anhydride by 
weight of the finished polymer. Op-
tional adjuvant substances that may be 
added to the copolymers include sub-
stances generally recognized as safe in 
food and food packaging, substances 
the use of which is permitted under ap-
plicable regulations in parts 170 
through 189 of this chapter, and sub-
stances identified in § 175.300(b)(3)(xxv), 
(xxvii), (xxxiii), and (xxx) of this chap-
ter and colorants for polymers used in 
accordance with the provisions of 
§ 178.3297 of this chapter. 

(b)(1) Ethylene-vinyl acetate copoly-
mers, with or without the optional sub-
stances described in paragraph (a) of 
this section, when extracted with the 
solvent or solvents characterizing the 
type of food, and under conditions of 
time and temperature characterizing 
the conditions of their intended use as 
determined from tables 1 and 2 of 
§ 176.170(c) of this chapter, shall yield 
net chloroform-soluble extractives cor-
rected for zinc as zinc oleate not to ex-
ceed 0.5 milligram per square inch of an 
appropriate sample. 

(2) Maleic anhydride grafted ethyl-
ene-vinyl acetate copolymers shall 
have a melt flow index not to exceed 2.1 
grams per 10 minutes as determined by 
ASTM method D 1238–82, ‘‘Standard 
Test Method for Flow Rates of Thermo-
plastics by Extrusion Plastometer,’’ 
which is incorporated by reference in 
accordance with 5 U.S.C. 552(a). Copies 
may be obtained from the American 
Society for Testing Materials, 1916 
Race St., Philadelphia, PA 19103, or at 
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